
Properties of Wirelock®

Flashpoint
Please note that this is 
not the auto ignition 
(spontaneous combustion) 
temperature, but the 
temperature above which 
the material will give off 
a significant amount of 
vapour.

Physical
Viscosity 3 - 4 Poise
Heat Distortion Point 1000C to 1150C  (2120F to 2400F)

Flexural Strength 1500 lb/sq. in.
Flexural Modulus 5.8 x 105 lb. sq. in.
Tensile Strength 16.15 N/mm2   1.09 T/in2

Flashpoint 310C (890F)
Electrical

Dielectric Strength 230 volts/mm
Arc Resistance 191 S
Volume Resistivity  Greater than 14.5 log10 ohms/cm
Surface Resistance 14.0 log10 ohms/cm
Insulation Resistance 8.2 x 1012 log10 ohms/cm

The individual wires of the rope are retained 
by a combination of bonding and frictional 
forces. The frictional forces are the result of:

• Shrinkage during the curing of the resin.
• Coefficient of friction between the resin 
 and the individual wires.

Additional forces develop due to the wedge 
action within the socket as the rope is loaded. 

As WIRELOCK® cures, it shrinks by between 
1.5% and 2.5%, (High Volume WIRELOCK® by 
less than 0.5%) and with the introduction of 
a hard inert filler of specific grain size, a high 
coefficient of friction is obtained.

WIRELOCK® has excellent penetrating 
qualities and can flow through the densest 
wire rope broom, which would impede the 
flow of zinc.

The WIRELOCK® system is designed to have a 
minimal amount of creep, which ceases once 
the wedging and frictional forces develop for 
any given load.

WIRELOCK® excels in its ability to resist the 
action of fatigue - fatigue in a wire rope 
assembly is normally prevalent in the rope 
close to the neck of the socket. WIRELOCK® 
will minimize such problems.

Material Safety Data Sheet

1 IDENTIFICATION OF THE SUBSTANCE/PREPARATION AND COMPANY

Product Name: Wirelock/Paralock Rope Capping Kit

Company: Millfield Enterprises (Manufacturing) Limited
  16 Shelley Road
  Newburn Industrial Estate
  Newburn
  Newcastle upon Tyne NI15 9RT

Emergency Contact No: Tel:   + 44 (0) 191 264 8541
  Fax:  + 44 (0) 191 264 6962

2 COMPOSITION/INFORMATION OF INGREDIENTS

Product Description: Unsaturated polyester resin, dissolved in styrene
  containing low levels of inhibitors to prevent
  premature polymerisation. The solid portion of the
  kit contains less than 1% of Benzoyl Peroxide and
  does not have any significant health hazards apart
  from the fact that, as a powder, it may be irritating to the 

 eyes and respiratory system.

Ingredients: Styrene CAS No: 100-42-5
Risk Phases R10, R20, R36/38 EINECS: 202-851-5
Safety Phases: S23, S24/25, S26, S36/37/39 Concentration: 32% approx
Classification/Symbol: Harmful           Xn

3 Hz I

Flammable. Harmful by inhalation. Irritating to eyes and skin. This 
 product may present a possible environmental hazard.

4. F A M

Inhalation: Remove to fresh air, keep patient warm and at rest. If
  breathing is irregular or has stopped, administer
  artificial respiration. Give nothing by mouth.

Eye Contact: Irrigate copiously with clean, fresh water for at least
  10 minutes, holding eyelids apart.

Skin Contact: Remove contaminated clothing, wash skin thoroughly with 
 soap and water or use a proprietary skin cleanser. Do not 
 use solvents.

Ingestion: If accidentally swallowed, DO NOT INDUCE VOMITING, keep 
 at rest and obtain medical attention.

General: In all cases of doubt, or where symptoms persist, seek
  medical attention.

VAT Registration: GB 476 6190 16.  Company Registration Number: 1998189. Directors: J.M. Dodd, J.A. Dodd, J.E. Dodd.
Member of the Millfield Group of Companies

Millfield Enterprises
(Manufacturing) Limited
Shelley Road

Newburn Industrial Estate

Newcastle upon Tyne

NE15 9RT

United Kingdom

Telephone
+44 (0) 191 264 8541

Facsimile
+44 (0) 191 264 6962

Email
mail@millfield-group.co.uk
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Projected Socket Draw Test Curves
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D + d  2  x  H  x  3.142  =  cc
       4 

(D, d & H are in cm)

GUIDE TO AMOUNT OF WIREOCK® REQUIRED

D”

d”

H”

WIRELOCK ®

Formula to estimate cc's required
to pour standard spelter sockets

 6.5mm (¹⁄₄”) .............................. 9cc
 8mm (⁵⁄₁₆”) .............................17cc
 9.5mm (³⁄₈”) ............................17cc
 11mm (⁷⁄₁₆”) ...........................35cc
 12.5mm (¹⁄₂”) .........................35cc
 14mm (⁹⁄₁₆”) ...........................52cc
 16mm (⁵⁄₈”) .............................52cc
 19mm (³⁄₄”) .............................86cc
 22mm (⁷⁄₈”) .......................... 125cc
 25mm (1”) ........................... 160cc
 28.5mm (1¹⁄₈”) ................... 210cc
 32mm (1¹⁄₄”) ....................... 350cc
 35mm (1³⁄₈”) ....................... 350cc
 38mm (1¹⁄₂”) ....................... 420cc
 41mm (1⁵⁄₈”) ....................... 495cc


 250cc Kit............................... 1 Cup
 500cc Kit................................1 Pint
 1000cc Kit..........................1 Quart

 44.5mm (1³⁄₄”).................... 700cc
 47.5mm (1⁷⁄₈”).................... 700cc
 51mm (2”)..........................1265cc
 54mm (2¹⁄₈”)......................1265cc
 57mm (2¹⁄₄”)......................1410cc
 60mm (2³⁄₈”)......................1410cc
 63.5mm (2¹⁄₂”)..................1830cc
 66.5mm (2⁵⁄₈”)..................1830cc
 70mm (2³⁄₄”)......................2250cc
 76mm (3”)..........................3160cc
 82.5mm (3¹⁄₄”)..................3795cc
 89mm (3¹⁄₂”)......................4920cc
 95mm (3³⁄₄”)......................5980cc
 101.5mm (4”)....................7730cc

NOTE - APPROXIMATE MEASUREMENTS (U.S.A.)

5. FIRE FIGHTING MEASURES

Special Fire/   Vapours from this product may be ignited by naked flames, sparks,
Explosive Hazard:  heaters, electrical equipment, static discharges, and other sources of
     ignition. Vapours can form explosive mixtures with air, particularly in
     empty, uncleaned receptacles. Heating of containers will cause
     pressure rise with risk of bursting and subsequent explosion. Cool
     intact containers with water spray.

Products of combustion: Dense black acrid smoke, containing hazardous products of
     decomposition.

Extinguishing Media:  Foam or dry powder.

Protective Equipment: Firefighters and others likely to be exposed to vapours should wear
     self contained breathing apparatus.

6. ACCIDENTAL RELEASE MEASURES

Personal Protection:  Avoid contact with skin and eyes. Beware of fire risk. Do not smoke.
     Wear suitable protective equipment including solvent resistant
     rubber or plastic gloves and goggles.

Environmental  Remove all sources of ignition. Ventilate area. Do not allow to
Precautions:   enter drains or sewers.

Methods Of   Contain and collect spillage with non-combustible absorbent
Cleaning Up:   material, e.g. sand. (See section 13).

7. HANDLING AND STORAGE

Precautions For  Avoid contact with skin, eyes and clothing. Avoid inhalation of
Safe Handling:  vapours. Ensure good general ventilation in the workplace with the 

    addition of local exhaust ventilation as required. Use only in areas from 
    which all sources of ignition have been excluded. Prevent the risk of

     ignition from static discharge. Avoid accumulation of dry residues,
     contaminated rags etc. to prevent risk of spontaneous combustion.
     All resins are capable of burning and can give off flammable
     vapours.

Conditions Of Storage: Store in original containers at temperatures not exceeding 20 deg. C,
     in a well ventilated area away from sunlight and sources of ignition.
     Storage should be in accordance with the Highly Flammable Liquids
     and Liquefied Petroleum Gases Regulations 1972.
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Approvals

✓ Lloyds Register of Shipping

✓ Det Norske Veritas

✓ American Bureau of Shipping

✓ United States Coast Guard

✓ Registro Italiano Navale

✓ Germanischer Lloyd

NATO Numbers

100cc 8030-21-902-1823

250cc 8030-21-902-1824

500cc 8030-21-902-1825

1,000cc 8030-21-902-1826

Manufactured by:
MILLFIELD ENTERPRISES  (MANUFACTURING) LIMITED

Shelley Road, Newburn Industrial Estate,

Newburn, Newcastle upon Tyne,

NE15 9RT, United Kingdom.

Tel:  +44 (0) 191 264 8541

Fax: +44 (0) 191 264 6962

Email: info@wirelock.com

Web: www.wirelock.com

8. EXPOSURE CONTROLS/PERSONAL PROTECTION

Special protective measures:

Hand:    Solvent resistant rubber or plastic gloves.

Eye:     Goggles conforming to BS 2092.

Skin:     Apron if risk of splashing onto clothing, and boots.

Occupational Substance 8hr. TWA (1) 10 min STEL (2) Comments
Exposure Limits  ppm   mg/m(3) ppm   mg/m(3)

  Styrene 100     420 250     1050 MEL (3)

     Notes:
     (1) Long term exposure limit, 8 hour time weighted average
      reference period
     (2) Short term exposure limit, 10 minute reference period
     (3) Maximum exposure limit

     These exposure limits should not be exceeded. For further information
     on occupational exposure limits see Guidance Note EH40 published by
     the Health & Safety Executive Also see Guidance Note EH42
     “Monitoring strategies for toxic substances”.

9. PHYSICAL AND CHEMICAL PROPERTIES

Appearance:   Pale coloured liquid.
Odour:   Characteristic
Flash Point:   31ºC approx. (closed cap)
Solubility:   Insoluble in water. Soluble in organic solvents.

10. STABILITY AND REACTIVITY

Stability:   The product is supplied with the addition of inhibitors to prevent premature 
    polymerisation, provided the recommended storage conditions are adhered 
    to. (See section 7).

Reactivity: The product is designed to polymerise under controlled conditions upon the
   addition of recommended catalysts and accelerators. Uncontrolled 

 exothermic polymerisation can occur under certain circumstances. In sealed 
 containers, this could result in build-up of pressure and risk of subsequent 
 explosion and fire.

Conditions/Materials  Avoid contact with oxidising agents, amines, acids and metal salts as
to avoid:   these can promote polymerisation. Prevent exposure to UV
     radiation, e.g. from fluorescent tubes, as this may initiate slow
     polymerisation which can continue in re-sealed containers. The
     product must not be stored at temperatures exceeding 
     20ºC as this could also cause polymerisation.
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5. The strength of WIRELOCK®, in its cured 
state, is not adversely affected by cold 
temperatures.

6. WIRELOCK® must be mixed and poured 
(see 6.3) within the temperature range 
of -3°C to 35°C (27°F - 95°F). The kits 
are not adversely affected by storage 
at temperatures below -3°C (27°F). It is 
recommended the WIRELOCK® kit be 
stored in a cool place.

7. The operating temperature of WIRELOCK® 
is +115°C to -54°C (+240°F to - 65°F). 

8. When cured, WIRELOCK® has a hardness 
of approximately 40 to 50 Barcol. When 
the resin has set fully (opaque green or 
mustard colour) only a slight scratch mark 
will be seen when a sharp object, such as 
a screwdriver blade, is scraped over the 
surface of the resin. On a small socket, it 
is quite normal to have a very thin tacky 
layer on the surface of the resin. The 
scratch test can be carried out through 
this layer.

9. Cracks which may appear on the top of 
the cured cone are surface crazing only, 
and are a result of heat stresses and 
shrinkage upon a thin layer of unfilled 
resin covering the tops of the wires. The 
crazing does not affect the strength of the 
termination within the socket.

10. Shrinkage of the WIRELOCK® cone may 
leave a gap between the cone and the 
socket wall. This is normal, particularly 
with large sockets and high ambient 
temperatures. This in no way affects the 
efficiency of the assembly. Upon loading, 
the cone will be seated perfectly in the 
socket. The shrinkage of WIRELOCK® 
is between 1.5 - 2.0%. In high volume 
WIRELOCK®, the shrinkage is about 0.5%.

11. Excessive numbers of horizontal rings in 
the socket may increase the load required 
to “seat” and wedge the cone within the 
socket. They should be avoided whenever 

possible and a proof load applied (not 
exceeding 60% of MBL) if they must be 
used. Alternatively they should be filled 
in with clay, prior to placing the socket on 
the rope.

12. WIRELOCK® poured sockets should not be 
used in environments of strong caustic or 
acid solutions. WIRELOCK® is not affected 
by oils, or grease or salt water.

13. WIRELOCK® is, by design, a compressive 
resin. Therefore, when removed from 
the socket a WIRELOCK® cone, if hit by a 
hammer, may shatter. In a socket, even 
under extreme loads or shockloads, the 
WIRELOCK® cone remains solid and 100% 
efficient.

14. The shelf life of WIRELOCK® is eighteen 
(18) months (check label before use) from 
the date of manufacture.

11. TOXICOLOGICAL INFORMATION

Scientific Data: This product has not been tested for toxicity but due to the styrene  
 content it is classified as “Harmful” and the toxicological properties given
 below are those of styrene.

Eye Contact: The vapour is irritating and splashes of liquid will cause discomfort and 
 possible damage.

Skin Contact: Prolonged contact will have a defatting effect which may lead to 
 irritation and possible dermatitis.

Inhalation: Over-exposure to vapours may cause irritation to the respiratory system.  
 Excessive concentrations may produce effects on the central nervous 
 system such as drowsiness, leading to loss of consciousness in extreme 
 cases.

12. ECOLOGICAL INFORMATION

Assessment Evidence suggests it is unlikely that this material will present a 
 serious environmental hazard.

13. DISPOSAL CONSIDERATIONS

Statutory Synthetic resins are subject to the provision of the Environment
Provisions: Protection Act 1990, the Environment Act 1995 and legislation made 

 thereunder such as the Special Waste Regulations 1996. Disposal should 
 be in accordance with these and any regulations in force.

Disposal: Advice concerning disposal should be sought from the Local Authority, 
 but as a guide, liquid residues should be sent for incineration and 
 spillage absorbed onto inert materials such as sand should be landfilled. 
 Receptacles containing residues present a potential fire and explosion 
 hazard.

Empty Non-returnable empty drums should be sent to authorised operators
Containers: for reconditioning or scrap.

14. TRANSPORT INFORMATION

UK Road/Rail
Classification:   Flammable Liquid SI Number: 3269
Packaging Group:  lll

IMO
Class:     3.3   Packaging Group: lll
IMDG Page:   3377-1  UN Number: 3269

AIR
ICAO/IATA Class:  3
Packaging Group Air:  lll
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General Information

1 WIRELOCK® is designed to gel (Change 
from a liquid to a solid) in approximately 
20 minutes at 18°C (65°F). To ensure the 
kits are not adversely affected by storage 
they should be kept in a dry place at a 
temperature of between 10°C and 24°C 
(50°F and 75°F) and away from any source 
of direct heat. WIRELOCK®, like all polyester 
resins, is temperature sensitive. An increase 
in temperature of 10°C (15°F) shortens the 
gel time by approximately 50%. A decrease 
in temperature of 10°C (15°F) lengthens the 
gel time by approximately 100%.

2. KIT SIZES

  100 cc

  250 cc

  500 cc

  1000 cc

  2000 cc

  3000 cc

 Other sizes available to order 

 The specific gravity of WIRELOCK® is 1.73
 Therefore, 1000cc’s will weigh 1.73 kilos or 

3.81 lbs. 250 cc’s will weigh

 1.73 x 250 = 0.43 kilos or 0.95 lbs.
       1000

3. WIRELOCK® Wire Rope Assemblies are 
100% efficient when used with steel wire 
rope, galvanised wire ropes and stainless 
steel wire ropes. We do not advise the use 
of stainless steel wire rope in a salt water 
marine environment without regular 
inspection. In the presence of an electrolyte, 
i.e. sea water, electrolytic degradation of 
the stainless steel wire rope can occur. This 
phenomenon, known as crevice corrosion 
will impair the integrity of the rope in 
the region near to the neck of the socket. 
Crevice corrosion also occurs when white 
metal is used for socketing (Zinc should 
not be used to socket stainless steel rope). 
However the onset of crevice corrosion 
in resin sockets appears to be faster than 
when white metal is used. Other rope 
types do not exhibit this behaviour. See 
illustration.

4. WIRELOCK® is approximately 20% the 
weight of zinc.

typical example of the swelling of stainless steel
rope due to crevice corrosion

15. REGULATORY INFORMATION

This product is classified and labelled for supply in accordance with the provisions of the Chemicals
(Hazard Information and Packaging for Supply) Regulations 1994 as amended.

EC Label

    Flammable

    Harmful

    Contains Styrene

    R10 Flammable

    R20 Harmful by inhalation

    R36/38Irritating to eyes and skin

    S23 Do not breathe vapour

The provisions of the Health & Safety at Work etc. Act 1974 and the Control of Substances Hazardous to
Health Regulations apply to the use of this product at work.

Provision of this sheet does not constitute an assessment of workplace risk as required by other health &
safety legislation.

16. OTHER INFORMATION

The information given in this safety data sheet is based on current knowledge. However, should the
company become aware of any additional information which is considered to be of relevance then a
replacement sheet, incorporating the necessary amendments will be issued.

If this material is further distributed then this health and safety information should be passed to all users
of the material.

DATE OF ISSUE: March 2010
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